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 12620  Aggregates for concrete - .

 1097-1 Tests for mechanical and physical properties of aggregates - Part 1: 
Determination of the resistance to wear (micro-Deval). -- 

  -  1: 
.

 197-1   Cement - Part 1: Composition, specifications and conformity criteria for 
common cements -- .  1: ,

.

 1501-01-01-01-00  Concrete production and transportation --  
 --

 1501-01-01-02-00  Concrete casting -- 

3
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 1744-1 Tests for chemical properties of aggregates - Part 1: Chemical analysis -- 
 - 

1: .

 933-1 Tests for geometrical properties of aggregates - Part 1: Determination of 
particle size distribution - Sieving method --  

 -  1:  - 
 .

 933-3 Tests for geometrical properties of aggregates - Part 3: Determination of 
particle shape - Flakiness index -- 

.  3:  .
.

 933-4 Tests for geometrical properties of aggregates - Part 4: Determination of 
particle shape - Shape index --  - 

 4:   -  

 933-8 Test for geometrical properties of aggregates - Part 8: Assessment of fines - 
Sand equivalent test --  - 
8:  ( ) - 

.

 933-9 Tests for geometrical properties of aggregates - Part 9: Assessment of fines - 
Methylene blue test --  

 -  9: 
 -   

 933-10 Tests for geometrical properties of aggregates - Part 10: Assessment of fines - 
Grading of fillers (air jet sieving) -- 

 -  10: 
 ( ) - 

(  )

 1097-2 Tests for mechanical and physical properties of aggregates - Part 2: Methods 
for the determination of resistance to fragmentation. -- 

  -  2: 

 1097-3 Tests for mechanical and physical properties of aggregates - Part 3: 
Determination of loose bulk density and voids -- 

  -  3: 
 

 1097-4 Tests for mechanical and physical properties of aggregates - Part 4: 
Determination of the voids of dry compacted filler --  

 -  4: 

 1097-6 Tests for mechanical and physical properties of aggregates - Part 6: 
Determination of particle density and water absorption --  

 -  6. 
.
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 1097-7 Tests for mechanical and physical properties of aggregates - Part 7: 
Determination of the particle density of filler - Pyknometer method -- 

  -  7 : 
 - 

 1097-8 Tests for mechanical and physical properties of aggregates - Part 8: 
Determination of the polished stone value --  

 -  8: 

 1097-9 Tests for mechanical and physical properties of aggregate - Part 9: 
Determination of the resistance to wear by abrasion from studded tyres - 
Nordic test --  

 -  9: 
  - 

 1097-10 Tests for mechanical and physical properties of aggregates - Part 10: 
Determination of water suction height --  

 -  10: 

 1367-1 Tests for thermal and weathering properties of aggregates - Part 1: 
Determination of resistance to freezing and thawing -- 

 
-  1: 

 1367-2 Tests for thermal and weathering properties of aggregates - Part 2: 
Magnesium sulfate test -- 

  -  2: 
.

 1367-3 Tests for thermal and weathering properties of aggregates - Part 3 : Boiling 
test for "Sonnenbrand basalt" -- 

  -  3: 
''Sonnenbrand basalt'' 

 1367-4: Tests for thermal and weathering properties of aggregates - Part 4: 
Determination of drying shrinkage -- 

 -  4: 

 1367-5 Tests for thermal and weathering properties of aggregates - Part 5: 
Determination of resistance to thermal shock -- 

  -  5: 
.

 196-1 Methods of testing cement - Part 1: Determination of strength -- 
 -  1: .

 196-2 Methods of testing cement - Part 2: Chemical analysis of cement -- 
 -  2: .

 EN 196-3 Methods of testing cement - Part 3: Determination of setting times and 
soundness --  -  3 : 

.
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 196-4 Methods of testing cement - Part 4: Quantitative determination of constituents 
--  -  4: 

.

 196-5 Methods of testing cement - Part 5: Pozzolanicity test for pozzolanic cement -- 
 -  5: 

.

 196-6 Methods of testing cement - Determination of fineness -- 
 -  6 : 

 196-7 Methods of testing cement - Methods of taking and preparing samples of 
cement --  -  7 : 

 196-8 Methods of testing cement - Part 8: Heat of hydration - Solution method -- 
 -  8:  - 

.

 196-9 Methods of testing cement - Part 9: Heat of hydration - Semi-adiabatic method 
--  -  9:  - 

 .

 196-21 Methods of Testing Cement: Determination of the Chloride, Carbon Dioxide 
and Alkali Content of Cement --  -  21 : 

,

 EN 197-2 Cement - Part 2: Conformity evaluation --  -  2 : 
.

 EN 450-1 Fly ash for concrete - Definitions, specifications and conformity criteria--
 -   1: ,

 EN 451-2 Method of testing fly ash - Part 2: Determination of fineness by wet sieving -- 
 -  2:  

 EN 1008 Mixing water for concrete - Specification for sampling, testing and assessing 
the suitability of water, including water recovered from processes in the 
concrete industry, as mixing water for concrete -- 

 - ,
.

 EN 934-2 Admixtures for concrete, mortar and grout - Part 2: Concrete admixtures - 
Definitions, requirements, conformity, marking and labelling -- 

,  -  2 : 
 - , , .

 EN 934-6 Admixtures for concrete, mortar and grout - Part 6: Sampling, conformity 
control and evaluation of conformity -- ,

 -  6 : ,
.

 EN 206-1 Concrete - Part 1 : Specification, performance production and conformity -- 
 -  1: , , .
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 EN 12350-1 Testing fresh concrete - Part 1: Sampling -  - 
 1: .

 EN 12350-2 Testing fresh concrete - Part 2: Slump test --  - 
 2: .

 EN 12350-3 Testing fresh concrete - Part 3: Vebe test -- .
 3:  Vebe  ( ).

 EN 12350-4 Testing fresh concrete - Part 4: Degree of compactability -- 
 -  4: 

 EN 12350-5 Testing fresh concrete - Part 5: Flow table test -- 
 -  5: 

 EN 12350-6 Testing fresh concrete - Part 6: Density --  - 
 6: 

 EN 12350-7 Testing fresh concrete - Part 7: Air content - Pressure methods -- 
 -  7:  - 

 EN 12390-1 Testing hardened concrete - Part 1: Shape, dimensions and other 
requirements for specimens and moulds -- 

.  1: ,
.

 EN 12390-2  Testing hardened concrete - Part 2: Making and curing specimens for strength 
tests --  -  2: 

 EN 12390-3  Testing hardened concrete - Part 3: Compressive strength of test specimens -
-  -  3: 

 EN 12390-4  Testing hardened concrete - Part 4: Compressive strength - Specification for 
testing machines --  -  4: 

 -  

 EN 12390-5  Testing hardened concrete - Part 5: Flexural strength of test specimens -- 
 -  5: .

 EN 12390-6  Testing hardened concrete - Part 6: Tensile splitting strength of test 
specimens --  -  6: 

 EN 12390-7  Testing hardened concrete - Part 7: Density of hardened concrete -- 
 -  7: 

 EN 12390-8  Testing hardened concrete - Part 8: Depth of penetration of water under 
pressure --  -  8: 

.


