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 EN ISO 7389  -  - 
.

Building construction - Jointing products - Determination of elastic recovery 
of sealants. 

 EN ISO 8339  -  - 
( ).
Building construction - Sealants - Determination of tensile properties 
(Extension to break). 

 EN ISO 9046  -  - 
 / .

Building construction - Jointing products - Determination of 
adhesion/cohesion properties of sealants at constant temperature. 

 EN ISO 10590  –  - 
 .

Building construction - Sealants - Determination of tensile properties of 
sealants at maintained extension after immersion in water.  


