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 124 Gully tops and manhole tops for vehicular and pedestrian areas - Design 
requirements, type testing, marking, quality control 

- , , ,

 1561    Founding - Grey cast irons 
 - 

 EN 1563 Founding - Spheroidal graphite cast irons  
 - .

 ISO 1872-1  -  (P )   -  2: 
 -- Plastics - Polyethylene (PE) 

moulding and extrusion materials - Part 1: Designation system and basis for 
specifications

 ISO 1872-2  -  (PE)   -  2: 
 -  1 -  Plastics - 

Polyethylene (PE) moulding and extrusion materials - Part 2:  Preparation of test 
specimens and determination of properties - Amendment 1- - 

E  10083-1   -  1:  -- Steels 
for quenching and tempering - Part 1: General technical delivery conditions 

 10084    -  -- Case hardening 
steels - Technical delivery conditions 

 10085    -  - Nitriding steels - Technical delivery 
conditions
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O  10087     - 
,  -- Free-cutting steels 

- Technical delivery conditions for semi-finished products, hot-rolled bars, and rods 

 10095   -- Heat resisting steels and 
nickel alloys 

 10250-4   - 
 4:  -- Open die steel forgings for general engineering 

purposes - Part 4: Stainless steels 

 10340   - Steel castings for structural uses 

 ISO 9001    Quality management systems - Requirements 
. - 

E  10025-3 Hot rolled products of structural steels - Part 3: Technical delivery conditions for 
normalized/normalized rolled weldable fine grain structural steels. - 

 -  3: 
/  

 13101     - , ,
 -- Steps for underground man entry chambers - Requirements, 

marking, testing and evaluation of conformity  

 14396  -- Fixed ladders for manholes 

3

,

4

4.1

 
 o  ISO 9001   124  

 1561 
EN 1563  

  124, 
.

4.2    

4.2.1

:

 1561. 
:

 1 – 
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 92/57/EE,  «
» (

  305/96)  ( . . 17/96 
. . 159/99 . .).

  ( ) .
:

 3 – 
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 397 Industrial safety helmets 

 388 Protective gloves against 
mechanical risks 

 ISO 
20345  - 

Personal protective equipment 
- Safety footwear 

 ISO 
20345/ 1  - 

Personal protective equipment 
- Safety footwear 
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 ISO 
20345/COR  - 

Personal protective equipment 
- Safety footwear 
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 EN 10223-3 . -  3: 
 -- Steel wire and wire products for 

fences - Part 2: Hexagonal steel wire netting for engineering purposes 

 EN 10244-1 .  
  -  1: .-- Steel wire and wire products - Non-

ferrous metallic coatings on steel wire - Part 1: General principles 

 EN 10244-2 .  
 . -  2: 

 -- Steel wire and wire products - Non-ferrous metallic coatings on steel 
wire - Part 2: Zinc or zinc alloy coatings 

 EN 12371  . -  - Natural 
stone test methods - Determination of frost resistance. 

 EN 1925   - 
 -- Natural stone test methods - Determination of water 

absorption coefficient by capillarity 

 EN 772-11  . -  11: 
 ,

,
 -- Methods of test for masonry 

units - Part 11 : Determination of water absorption of aggregate concrete, 
manufactured stone and natural stone masonry units due to capillary action and the 
initial rate of water absorption of clay masonry units 


