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 EN ISO 10319  Geotextiles - Wide-width tensile test -  - 
.

 EN ISO 12236  Geotextiles and geotextile-related products - Static puncture test (CBR-Test) -
.  ( CBR). 

 ISO 13431  Geotextiles and geotextile-related products - Determination of tensile creep 
and creep rupture behavior - .

.

 EN ISO 13433  Geosynthetics - Dynamic perforation test (cone drop test) -  - 
 ( )

 EN 12956  Wallcoverings in roll form - Determination of dimensions, straightness, 
spongeability and washability -   - 

, ,  

 EN ISO 11058  Geotextiles and geotextile-related products - Determination of water 
permeability characteristics normal to the plane, without load - 

  - 
,  .

 EN ISO 9864  Geosynthetics - Test method for the determination of mass per unit area of 
geotextiles and geotextile-related products -   - 

  
 

 EN ISO 9863-2  Geotextiles and geotextile-related products - Determination of thickness at 
specified pressures - Part 2: Procedure for determination of thickness of single 
layers of multilayer products -  
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- Health - Safety and Environmental Protection 

requirements for marine works  
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 kg=10 ks 

(  «Revetment Systems against wave attack  - a design  manual», .R, Wallingford 1996). 

4.2.2

  

,
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 1 - 

90  10D50 90  D90

  (U<5) 90  2,5D50 90  D90

  (U<5) 90  10D50 90  D90

 

> 50% 
90  200 m 
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90 =

(  «Revetment Systems against wave attack  - a design  manual», .R, Wallingford 1996). 
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 (test results) 
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h1 < (0,1   0,2) L1 

L2< 0,03 m  

h1:
L1:  
L2:   .

(  «Geosynthetics and Geosystems in Hydraulic and Coastal Engineering» - . Pilarczyk, Balkema,2000).. 
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KN/m  EN ISO 10319  
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%  EN ISO 10319  

KN/m  EN ISO 10319  

,
%  EN ISO 10319  

Static puncture (CBR) resistance 

(Push-through force) 

(Push-through displacement) 

KN

mm

 EN ISO 12236  

 %log10t  ISO 13431  
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Dynamic perforation (cone drop test) 
m  EN ISO 13433  
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