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 EN 1367-2  
  -  2:   -- Tests for thermal 

and weathering properties of aggregates - Part 2: Magnesium sulfate test  

 EN 1097-6   -  6. 
 -- Tests for 

mechanical and physical properties of aggregates - Part 6: Determination of 
particle density and water absorption 

 EN 1936  Natural stone test method - Determination of real density and apparent 
density, and of total and open porosity -- 
-

.

 EN 1097-2  
 -  2: 

-- Tests for mechanical and physical properties of aggregates - Part 2: 
Methods for the determination of resistance to fragmentation 

 EN 14157  -  -- Natural stone test 
methods - Determination of the abrasion resistance --   

 1926   - 
Natural stone test methods - Determination of compressive 

strength  

 1501-09-19-01-00   - 
 -- Health - Health - Safety and Environmental 

Protection requirements for marine works  

3

:
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5.3

:

: 0,50 m 

:  0,15 m .

 ( ) - 
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: -10%   +15 % 

:   -5%  +10 % .

*:

 1 - 

 0,20 D50 

+ 0,5 D50 

-0,3 D50 

*CIRIA, Manual on the use of rock in coastal and shoreline engineering, 1991. 
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6.1

6.1.1

 
   EN 1367-2, 

 EN 1097-6,  EN 1936,  EN 1097-2,  EN 14157  1926 . 

6.1.2

 
:

 : 2,50  t/m
3
.

 (%): 2%. 

 (  5 cm)  (   EN 1926:): 
650 kp/cm

2

 M  (%)  (5 ) 
(   EN 1367-2): 10%. 

 Los Angeles (   EN 14157): 
 40%.  

6.1.3

,
,  

.

7  - 

  –  1501-09-19-

01-00. 
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