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  .           

      .     
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 EN 10025-1:  Hot rolled products of structural steels - Part 1 : General technical 
delivery conditions.       - 

 1:    . 

 EN 1504-4:  Products and systems for the protection and repair of concrete 
structures - Definitions, requirements, quality control and evaluation of 
conformity - Part 4: Structural bonding.      

      - , 
,       - 

 4:  . 

 EN ISO 8501-1:  Preparation of steel substrates before application of paints and related 
products - Visual assessment of surface cleanliness - Part 1: Rust 
grades and preparation grades of uncoated steel substrates and of 
steel substrates after overall removal of previous coatings. 

       
    -    

   -  1:    
      

      . 

 EN ISO 75-1:  Plastics - Determination of temperature of deflection under load - Part 1: 
General test method.  -    

   -  1:   . 

  1501-14-01-01-01:        
. Removal of loose or adhered material from concrete surfaces. 
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  1501-14-01-01-02:       - 
. Preparation of concrete surfaces for retrofitting or 

strengthening works. 

  1501-14-01-03-01:         
. Drilling in concrete elements without cut-off of existing 

reinforcement. 

  1501-14-01-03-02:         
 . Drilling in concrete elements with cut-off of 

encountered reinforcement. 

  1501-14-01-07-01:      . Filling of 
narrow concrete cracks. 

  1501-14-01-07-02:      . Filling of 
wide concrete cracks. 

3    

        ,         
    . 

4    

4.1   

         : 

-  :       /     
           (  

   ). 

-  ( ):       (  ). 

-  :    Fe430B       10025-1. 

-  :        EN 1504-4. 

4.2   

4.2.1     

      ,      
        ,   50%  

     .         
     . 

4.2.2   ( ) 

      Fe430B      EN 10025-1  ISO 630 
      . 

          , ’ 
      . 
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     ,          
   . 

          ,   
   Sa 2 1/2   EN ISO 8501-1.        

  50  100 m. 

   ( )            
        . 

       (dry film thickness)  50 m,  
            . 

4.2.3   

- :   ,   ,     . 

            (  
      ). 

      ,    ,    , 
    120 C,     0,1 mm. 

               
 (            

 -batch). 

       . 

    ,           
15         (     

   ). 

- :        . 

- :             2 - 
10 mm  /   (  ). 

-   – :          
 10  30 C     95%.       

       20 C. 

      . 

-   (pot life):         40 mm 
  20 C (   BS 5350: Part B4). 

-  :              
    6    5 - 25 C. 

-   :       3%     
     28   20 C.  

-    (HDT: heat distortion temperature):    40 C, 
      ISO 75-1. 

-  :    (flexural modulus)    
     4 - 10 k/ mm2. 
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-   :    12 k/ mm2   20 C. 

-  :    8 k/ mm2  20 C. 
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   « »   ,   .       
          1501-14-01-03-01    1501-14-

01-03-02. 

-               ,  
       .    

       .     
            4‰   

 .     5 mm        
    . 

-               
   .        4%. 

5.4.2      

          (    
)     50%   .      

              (  
        ). 

-              . 

-             
     .       
        (  . .  

). 

-               
   ( . .  ). 

-       ( , primer),        
       .       

   . 

-                 
   (     1-2 mm). 

-            ,     
            

 .            
  . 

-            ,   
      . 

-       ( . .  ,     
 .)           ,    

      .      ,    
       ,       ,   

,     . 

-      . 

-    ,          
  (  ),          

        0,5  1,0 mm     
  1 kg  m2.  
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       92/57/EE,    «   
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   ( . . 17/96  . . 159/99 . .). 

        ( )     .  
    : 

 1 -  

    

 
  

 EN 397: Industrial safety helmets  (Amendment A1:2000).  
. 

   EN 345: Specification for safety footwear for professional use. 
      

    EN ISO 20345: Safety Footwear for Professional Use.  
      

 
  

E OT EN 168: Personal eye protection  –  Non-optical test methods.  
   –    .   

    EN 455-1: Medical gloves for single use - Part 1 : Requirements and 
testing for freedom from holes.     -  1 : 

    . 

 

               
 .                ,  

       .      .  
     ,            
    .  

            -  
( )  . 

8    

        ,    
  ,    .    ,   

        ,     



 ΕΦΗΜΕΡΙΣ ΤΗΣ ΚΥΒΕΡΝΗΣΕΩΣ (ΤΕΥΧΟΣ ∆ΕΥΤΕΡΟ) 37013

  1501-14-01-13-01:2009 © 

 

12 

           
. 

     ,    : 

-          . 

-        . 

-         . 

-            
  1501-14-01-01-01    1501-14-01-01-02. 

-          .  

-          . 

-     .  

-            . 

         (  )   
       . 

 



37014 ΕΦΗΜΕΡΙΣ ΤΗΣ ΚΥΒΕΡΝΗΣΕΩΣ (ΤΕΥΧΟΣ ∆ΕΥΤΕΡΟ) 

©                   1501-14-01-13-01:2009 

 

13 

 

1. ETAG 001-5:  .  5:  . 

2. BS 5350: Part B4 

3. ISO 630: Structural steels-plates, wide flats, bars, sections and profiles,  - , 
 , , , . 

 


