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  .           

      .     
 ,         
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         . 

 EN 10025-2:  Hot rolled products of structural steels - Part 2 : Technical delivery 
conditions for non-alloy structural steels.     

  -  2:      
  . 

 EN 10025-1:  Hot rolled products of structural steels - Part 1 : General technical 
delivery conditions.       - 

 1:    . 

 EN 10025-3:  Hot rolled products of structural steels - Part 3 : Technical delivery 
conditions for normalized/normalized rolled weldable fine grain 
structural steel.       - 

 3:     
/    

  . 

 EN 10025-4:  Hot rolled products of structural steels - Part 4 : Technical delivery 
conditions for thermomechanical rolled weldable fine grain structural 
steels.       -  4: 

      
   . 

 EN 287-1:  Qualification test of welders - Fusion welding - Part 1: Steels.  
  -    -  1: 

. 

 EN ISO 15630-1: Steel for the reinforcement and prestressing of concrete - Test methods 
- Part 1: Reinforcing bars, wire rod and wire.    

  -   -  1:  
 ,   . 
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  1501-14-01-12-01:      . Placing of dowels in 
concrete elements. 

  1501-14-01-12-02:      . Placement of 
simple fully grouted bolts in concrete elements. 

 EN 1421-2:  Steel for the reinforcement of concrete - Weldable reinforcing steel - 
Part 2: Technical class B500A.    - 

  -  2:   B500A. 

 EN 1421-3:  Steel for the reinforcement of concrete - Weldable reinforcing steel - 
Part 3: Technical class B500C.    - 

  -  3:   B500C. 

 EN 1504-6:  Products and systems for the protection and repair of concrete 
structures - Definitions, requirements, quality control and evaluation of 
conformity - Part 6: Anchoring of reinforcing steel bar.   

         
- , ,      

 -  6 :    . 

 EN 13395-2:  Products and systems for the protection and repair of concrete 
structures - Test methods - Determination of workability - Part 2: Test 
for flow of grout or mortar.       

     -   - 
  -  2:   

  . 

 EN 1599:  Welding consumables - Covered electrodes for manual metal arc 
welding of creep-resisting steels - Classification.  

 -        
,     - . 

  1501-14-01-07-01:      . Filling of 
narrow cracks of concrete elements. 

  1501-14-01-07-02:      . Filling of 
wide cracks of concrete elements. 

  1501-14-01-01-01:        
. Removal of loose or adhered material from concrete surfaces. 

  1501-14-01-01-02:       - 
. Preparation of concrete surfaces for retrofitting or 

strengthening works. 

  1501-14-01-02-01:       . Partial 
demolition of concrete elements with preservation of reinforcement. 

  1501-14-01-02-02:       . 
Partial demolition of concrete members without preservation of 
reinforcement. 
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4.2.1    

        :  EN 10025-1,         
 EN 10025-2,  EN 10025-3   EN 10025-4. 

     10025 S 235-JR,   360/510 Mpa,  27  
Charpy-V (     EN 10025-1),            
(S 275 JR, S355 JR). 
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      ,         
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1. -2008    ( /1416/ /17.07.08  /2113/ /13.10.08)  

2. BS 5350: Part B4 

3.  EN ISO 10081-3:2005: Classification of dense shaped refractory products - Part 3: Basic 
products containing from 7% to 50% residual carbon.    

   -  3:       7% 
 50%. 

 

 


