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 EN 197-1: Cement - Part 1 : Composition, specifications and conformity criteria for 
common cements.  -  1 : ,    

   . 

 EN 413-1: Masonry cement - Part 1: Composition, specifications and conformity criteria. 
  -  1: ,    

 

 EN 13139: Aggregates for mortar.  . 

 EN 459-1: Building lime - Part 1: Definitions, specifications and conformity criteria. 
  -  1: ,    
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 EN 1008: Mixing water for concrete - Specification for sampling, testing and 
assessing the suitability of water, including water recovered from 
processes in the concrete industry, as mixing water for concrete.  

  -   ,   
    ,   

       ,  
      . 

 EN 934-2: Admixtures for concrete, mortar and grout - Part 2: Concrete admixtures 
- Definitions, requirements, conformity, marking and labelling.  

,    -  2:  
 -  , ,   

. 

 EN 771-01: Specification for masonry units - Part 1: Clay masonry units. 
   -  1: . 

 EN 771-02: Specification for masonry units - Part 2 : Calcium silicate masonry units. 
   -  2 :   

   

 EN 771-03: Specification for masonry units - Part 3: Aggregate concrete masonry 
units (Dense and light-weight aggregates).   

 -  3:     (   
  ). 

 EN 771-04: Specification for masonry units - Part 4: Autoclaved aerated concrete 
masonry units.    -  4:  

    . 

 EN 771-05: Specification for masonry units - Part 5 : Manufactured stone masonry 
units.    -  5 :  

   . 

 EN 771-06: Specification for masonry units - Part 6: Natural stone masonry units. 
   -  6:   

  . 

 EN 933-02: Tests for geometrical properties of aggregates - Part 2: Determination 
of particle size distribution - Test sieves, nominal size of apertures. 

        
 -  2:    - 

 ,    . 

  1501-14-02-01-01:   . Removal of plaster coatings from 
masonry. 

  1501-14-02-01-02:   . Clearing of masonry surface. 

  1501-14-02-01-03:   . Widening of masonry joints. 

  1501-14-02-07-00: E         
 /   . Existing masonry 

strengthening with a new, high strength and/or reinforced render or 
plaster. 
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 EN 388: Protective gloves against mechanical risks.  
   . 

 
  

 EN 397: Industrial safety helmets.   . 

 
  

E OT EN 166: Personal eye protection  –  Specifications.   
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